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NOTES:

1. ANY DESIGNATED CEMENT CONCRETE THAT IS ACCEPTABLE UNDER SECTION M4 OF
THE MASS HIGHWAY STANDARD SPECIFICATIONS MAY BE USED; ALL TEST
REQUIREMENTS ARE WAIVED. HOT MIX ASPHALT SHALL NOT BE USED AS A
SUBSTITUTE.
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